
Process Spec Number Title Export Classification Designation

Remarks

CADMIUM PLATING 3608003 PLATING CADMIUM Unassigned

CADMIUM PLATING AMS-QQ-P-416 Plating, Cadmium (Electrodeposited) PUBLIC DOMAIN

CADMIUM PLATING AMS03-19 Electro-Deposition of Cadmium PUBLIC DOMAIN

CADMIUM PLATING AMS2400 Plating, Cadmium PUBLIC DOMAIN

CADMIUM PLATING AMS2401 Plating, Cadmium Low Hydrogen Content Deposit PUBLIC DOMAIN

CADMIUM PLATING MIL-STD-870 Cadmium Plating, Low Embrittlement, Electrodepositon PUBLIC DOMAIN

CADMIUM PLATING PS-1001 Cadmium Plating 9E991

CADMIUM PLATING, TOUCH-UP NGPS 1033

TOUCH UP OF CADMIUM PLATED TIE BAR END FITTING 

ON Pt.No. 6752J000 CIV

CHROME PLATING AMS03-14 Electrodeposition of Chromium for Engineering Purposes PUBLIC DOMAIN

CHROME PLATING AMS2406 Plating, Chromium Hard Deposit PUBLIC DOMAIN

CHROME PLATING AMS2407 Plating, Chromium, Porous PUBLIC DOMAIN

CHROME PLATING AMS2438 Plating, Chromium Thin, Hard, Dense Deposit PUBLIC DOMAIN

CHROME PLATING AMS2460 Plating, Chromium PUBLIC DOMAIN

CHROME PLATING EMS250 THIN DENSE CHROME PLATING EAR99

CHROME PLATING EMS52443 THIN DENSE CHROME PLATING 9E991

CHROME PLATING FI-1090 PLATING, FLASH, CHROMIUM 9E991

CHROME PLATING GPS3109-1 PLATING, CHROMIUM, THIN DENSE EAR99

CHROME PLATING GPS7005-1 PLATING, CHROMIUM, THIN DENSE (F-18) VIII(i)

CHROME PLATING MIL-STD-1501

CHROMIUM PLATING, LOW EMBRITTLEMENT, 

ELECTRODEPOSITION PUBLIC DOMAIN

CHROME PLATING NGPS 259 HARD CHROME PLATING CIV

CHROME PLATING PS-1002 Chromium Plating 9E991

CHROME PLATING PS-1007 Plating Aluminum Alloys with Copper-Nickel-Chromium 9E991

CHROME PLATING PS-1037

Thin Dense Chromium Plating of Aircarft Brake Torque 

Tubes 9E991

CHROME PLATING, BLACK MIL-DTL-14538 CHROMIUM PLATING, BLACK (ELECTRODEPOSITED) PUBLIC DOMAIN

CHROME PLATING, BLACK NGPS 968 BLACK CHROMIUM PLATING CIV

CHROMIC ACID ANODIZE 037-0030-000 CHROMIC ACID ANODIZING OF ALUMINUM EAR99

CHROMIC ACID ANODIZE 3608002 ANODIC FINISHES 7E994 -0001 CHROMIC ACID

CHROMIC ACID ANODIZE AMS2470

Anodic Treatment of Aluminum Alloys Chromic Acid 

Process PUBLIC DOMAIN

CHROMIC ACID ANODIZE DEF STAN 03-24

Chromic Acid Anodizing of Aluminium and Aluminium 

Alloys PUBLIC DOMAIN

CHROMIC ACID ANODIZE FI-1658 ENHANCED CHROMIC ACID ANODIZE PROCESS XIX(g)

CHROMIC ACID ANODIZE MIL-A-8625

ANODIC COATINGS FOR ALUMINUM AND ALUMINUM 

ALLOYS PUBLIC DOMAIN TYPE I & IB

CHROMIC ACID ANODIZE NGPS 77

ANODIC OXIDATION OF ALUMINIUM AND ALUMINIUM 

ALLOYS IN CHROMIC ACID CIV

CHROMIC ACID ANODIZE PS-1025

Anodic Teatment of Aluminum Alloys (Chromic Acid 

Process) 9E991

CONVERSION COAT, ALUMINUM 037-0032-000 CHROMATE CONVERSION COATING ALUMINUM EAR99

CONVERSION COAT, ALUMINUM AMS03-18

Chromate Conversion Coatings (Chromate Filming 

Treatments) Grades: Standard and Brushing for 

Aluminum and Aluminum Alloys PUBLIC DOMAIN

CONVERSION COAT, ALUMINUM AMS2473

Chemical Film Treatment for Aluminum Alloys General 

Purpose Coating PUBLIC DOMAIN

CONVERSION COAT, ALUMINUM AMS2474

Chemical Treatment for Aluminum Alloys Low Electrical 

Resistance Coating PUBLIC DOMAIN

CONVERSION COAT, ALUMINUM AMS2477

Conversion Coating for Aluminum Alloys Low Electrical 

Resistance Coating PUBLIC DOMAIN

CONVERSION COAT, ALUMINUM CDP 7.201 Chromate Conversion Coating of Aluminum C-NEPR

CONVERSION COAT, ALUMINUM LS 0201-002 Aluminum Conversion Coat Tank Operation 9E991

CONVERSION COAT, ALUMINUM M690278

PROCESS SPECIFICATION FOR CHEMICAL CONVERSION 

COATING OF ALUMINUM AND ALUMINUM ALLOYS EAR99

CONVERSION COAT, ALUMINUM M8258211

Manufacturing Specification for Chemical Conversion 

Coatings 9E515.a All 

CONVERSION COAT, ALUMINUM MIL-C-5541

CHEMICAL CONVERSION COATINGS ON ALUMINUM AND 

ALUMINUM ALLOYS PUBLIC DOMAIN

CONVERSION COAT, ALUMINUM MIL-C-5541

CHEMICAL CONVERSION COATINGS ON ALUMINUM AND 

ALUMINUM ALLOYS PUBLIC DOMAIN

CONVERSION COAT, ALUMINUM MIL-C-5541

CHEMICAL CONVERSION COATINGS ON ALUMINUM AND 

ALUMINUM ALLOYS PUBLIC DOMAIN

CONVERSION COAT, ALUMINUM MIL-DTL-5541

CHEMICAL CONVERSION COATINGS ON ALUMINUM AND 

ALUMINUM ALLOYS PUBLIC DOMAIN Type I

CONVERSION COAT, ALUMINUM MIL-DTL-5541

CHEMICAL CONVERSION COATINGS ON ALUMINUM AND 

ALUMINUM ALLOYS PUBLIC DOMAIN Type I

CONVERSION COAT, ALUMINUM MIL-DTL-5541

CHEMICAL CONVERSION COATINGS ON ALUMINUM AND 

ALUMINUM ALLOYS PUBLIC DOMAIN Type I

CONVERSION COAT, ALUMINUM MIL-DTL-5541

CHEMICAL CONVERSION COATINGS ON ALUMINUM AND 

ALUMINUM ALLOYS PUBLIC DOMAIN Type I

CONVERSION COAT, ALUMINUM NGPS 30

CHROMATE CONVERSION COATINGS FOR ALUMINIUM 

AND ALUMINIUM ALLOYS CIV All

CONVERSION COAT, ALUMINUM PS-1034

Immersion or Spray Chemical Treatemnt for Aluminum 

and Aluminum Alloys (Alodine #1200 Process) 9E991

CONVERSION COAT, ALUMINUM PS-HBAS-1026 Chemical Treatment for Aluminum and Aluminum Alloys 9E991

COPPER PLATING 037-0025-000 COPPER STRIKE EAR99

COPPER PLATING AMS2418 Plating, Copper PUBLIC DOMAIN Type 1 and Unlimited

COPPER PLATING CDP 7.010 Plating Process General Requirements C-NEPR TYPE II OR IIA

COPPER PLATING CDP 7.036 Process Plating Electrodeposited Copper C-NEPR

COPPER PLATING ES-1202

Preparation for Nickel Plating Tungsten Base High Density 

Alloy 9E991

COPPER PLATING FI-1537

COPPER PLATING PROCEDURE FOR AIR MOTOR, 

HERRINGBONE ROTORS P/N’S 2684338, 2684339 9E619.a

COPPER PLATING M8260741

Manufacturing Specification for Copper Plating, 

Electrodeposited 9E515.a

COPPER PLATING NGPS 53 COPPER PLATING CIV

ELECTROLESS NICKEL PLATING 037-0022-000 ELECTROLESS NICKEL PLATING EAR99
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ELECTROLESS NICKEL PLATING AMS-C-26074 Electroless Nickel Coatings PUBLIC DOMAIN

ELECTROLESS NICKEL PLATING AMS2404 Plating, Electroless Nickel PUBLIC DOMAIN

ELECTROLESS NICKEL PLATING AMS2405 Electroless Nickel Plating Low Phosphorus PUBLIC DOMAIN

ELECTROLESS NICKEL PLATING ASTM B733

Standard Specification for Autocatalytic (Electroless) 

Nickel-Phosphorus Coatings on Metal PUBLIC DOMAIN

ELECTROLESS NICKEL PLATING CDP 7.010 Plating Process General Requirements C-NEPR TYPE IIIB

ELECTROLESS NICKEL PLATING CDP 7.035 Plating - Electroless Nickel C-NEPR

ELECTROLESS NICKEL PLATING EMS52404

ELECTROLESS NICKEL PLATING OF CORROSION-RESISTANT 

AND HIGHLY ALLOYED STEELS 9E991

ELECTROLESS NICKEL PLATING EMS73239

ENGINEERING MATERIAL SPECIFICATION - 

NONMETALLICS - ELECTROLESS NICKEL PLATING 9E991

ELECTROLESS NICKEL PLATING GPS3108-1

PLATING, NICKEL, ELECTROLESS, CORROSION-RESISTANT 

AND HIGHLY ALLOYED STEELS EAR99

ELECTROLESS NICKEL PLATING M695215

MANUFACTURING SPECIFICATION FOR ELECTROLESS 

NICKEL PLATING EAR99

ELECTROLESS NICKEL PLATING MIL-C-26074 COATINGS, ELECTROLESS NICKEL, REQUIREMENTS FOR PUBLIC DOMAIN

ELECTROLESS NICKEL PLATING MIL-C-26074 COATINGS, ELECTROLESS NICKEL, REQUIREMENTS FOR PUBLIC DOMAIN

ELECTROLESS NICKEL PLATING MIL-C-26074 COATINGS, ELECTROLESS NICKEL, REQUIREMENTS FOR PUBLIC DOMAIN

ELECTROLESS NICKEL PLATING MIL-DTL-26074

COATINGS, ELECTROLESS NICKEL, REQUIREMENTS FOR - 

SEE CANCELLATION NOTICE FOR APPLICATION PUBLIC DOMAIN All 

ELECTROLESS NICKEL PLATING MIL-DTL-32119 COATINGS, ELECTROLESS NICKEL, SPECIAL APPLICATIONS PUBLIC DOMAIN

ELECTROLESS NICKEL PLATING NGPS 200 ELECTROLESS NICKEL PLATING CIV

ELECTROLESS NICKEL PLATING PS-1004 Electroless Nickel Plating 9E991

ELECTROLESS NICKEL PLATING PS-6005

High Phosphorus (10-13%) Electroless Nickel Plating on 

Rotor Drive Keys 9E991

HARD ANODIZE AMS2469 Hard Anodic Coating on Aluminum and Aluminum Alloys PUBLIC DOMAIN

HARD ANODIZE AMS2482

Hard Anodic Coating on Aluminum Alloys 

Polytetrafluoroethylene (PTFE)-Impregnated or 

Codeposited PUBLIC DOMAIN ALL 

HARD ANODIZE DEF STAN 03-26 Hard Anodizing of Aluminium and Aluminium Alloys PUBLIC DOMAIN

HARD ANODIZE EMS52401

HARD ANODIZING IN ACCORDANCE WITH MIL-A-8625, 

TYPE III 9E991

HARD ANODIZE ES-0725 Hard Anodic Treatment of Aluminum Alloys 9E991

HARD ANODIZE GPS3205-1

ANODIC COATING, HARD, ALUMINUM AND ALUMINUM 

ALLOYS EAR99

HARD ANODIZE MIL-A-63576

ALUMINUM OXIDE COATING, LUBRICATIVE, FOR 

ALUMINUM AND ALUMINUM ALLOYS PUBLIC DOMAIN All 

HARD ANODIZE MIL-A-8625

ANODIC COATINGS FOR ALUMINUM AND ALUMINUM 

ALLOYS PUBLIC DOMAIN TYPE III

HARD ANODIZE NGPS 37

HARD ANODISING OF ALUMINIUM &amp; ALUMINIUM 

ALLOYS CIV

HARD ANODIZE PS-1003 Hard Anodizing of Aluminum 9E991

HARD ANODIZE PS-1311

Fluorinated Ethylene Propylene (FEP) Impregnated Hard 

Anodize 9E610.a

MAGNETIC PARTICLE INSPECTION 91547-P6807 Magnetic Particle Inspection XIX(g)

MAGNETIC PARTICLE INSPECTION ASTM E1444/E1444M Standard Practice for Magnetic Particle Testing PUBLIC DOMAIN

MAGNETIC PARTICLE INSPECTION EMS52308 MAGNETIC PARTICLE INSPECTION 9E991

MAGNETIC PARTICLE INSPECTION EMS92325 MAGNETIC PARTICLE INSPECTION (F-18) VIII(i)

MAGNETIC PARTICLE INSPECTION EMS92367 MAGNETIC PARTICLE INSPECTION 9E991

MAGNETIC PARTICLE INSPECTION GPS5102-1 INSPECTION, MAGNETIC PARTICLE EAR99

MAGNETIC PARTICLE INSPECTION GPS7030-1 INSPECTION, MAGNETIC PARTICLE (F-18) VIII(i)

MAGNETIC PARTICLE INSPECTION HGS1009 Magnetic Particle Inspection EAR99

MAGNETIC PARTICLE INSPECTION LHP8036 Inspection, Magnetic Particle 9E991

MAGNETIC PARTICLE INSPECTION M694097

MANUFACTURING SPECIFICATION FOR MAGNETIC 

PARTICLE INSPECTION OF FERROMAGNETIC MT EAR99

MAGNETIC PARTICLE INSPECTION NGPS 1 MAGNETIC PARTICLE INSPECTION CIV

NICKEL PLATING 037-0021-000 ELECTRODEPOSITION NICKEL EAR99

NICKEL PLATING 037-0144-000 NICKEL STRIKE ELECTRODEPOSITION EAR99

NICKEL PLATING 3608036 NICKEL PLATING MFG SPEC Unassigned

NICKEL PLATING AMS-QQ-N-290 Nickel Plating (Electrodeposited) PUBLIC DOMAIN

NICKEL PLATING AMS-QQ-N-290 Nickel Plating (Electrodeposited) PUBLIC DOMAIN

NICKEL PLATING AMS03-27 Electro-Deposition of Nickel for Engineering Purposes PUBLIC DOMAIN

NICKEL PLATING AMS2403 Plating, Nickel General Purpose PUBLIC DOMAIN

NICKEL PLATING AMS2423 Plating, Nickel Hard Deposit PUBLIC DOMAIN

NICKEL PLATING AMS2424 Plating, Nickel Low-Stressed Deposit PUBLIC DOMAIN

NICKEL PLATING CDP 7.010 Plating Process General Requirements C-NEPR TYPE IIIA

NICKEL PLATING CDP 7.250 Plating-Electrolytic Nickel C-NEPR

NICKEL PLATING ES-1183 Nickel Plating of Tungsten Base High Density Alloy 9E991

NICKEL PLATING GPS7003-1 PLATING, NICKEL (F-18) VIII(i)

NICKEL PLATING MIL-P-27418

PLATING, SOFT NICKEL (ELECTRODEPOSITED, SULFAMATE 

BATH) PUBLIC DOMAIN

NICKEL PLATING MIL-STD-868 Nickel Plating, Low Embrittlement, Electro-Deposition PUBLIC DOMAIN

NICKEL PLATING NGPS 93 ELECTRO-NICKEL PLATING CIV All

PASSIVATION 037-0137-000 PASSIVATION OF CORROSION RESISTANT STEEL EAR99

PASSIVATION 91547-P6402 Passivation, Process for (AM350 and AM355 Materials) XIX(g)

PASSIVATION AMS2700 Passivation of Corrosion Resistant Steels PUBLIC DOMAIN all 

PASSIVATION AMS2700 Passivation of Corrosion Resistant Steels PUBLIC DOMAIN all 

PASSIVATION AMS2700 Passivation of Corrosion Resistant Steels PUBLIC DOMAIN all 

PASSIVATION ASTM A380/A380M

Standard Practice for Cleaning, Descaling, and Passivation 

of Stainless Steel Parts, Equipment, and Systems PUBLIC DOMAIN

PASSIVATION ASTM A967/A967M

Standard Specification for Chemical Passivation 

Treatments for Stainless Steel Parts PUBLIC DOMAIN

PASSIVATION C5041

SURFACE CLEANING AND PASSIVATION OF CORROSION- 

AND HEAT-RESISTANT ALLOYS 9E991 Class I and II, only

PASSIVATION CDP 7.207 Passivation Treatments for Steel Alloys C-NEPR

PASSIVATION ES-091

Passivation Treatment for Corrosion Resistant Steel 

Immunization 9E991
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PASSIVATION FPC29379-01

Process Specification for Passivating Corrosion Resistant 

Steel Fasteners and Associated Hardware Unassigned

PASSIVATION GPS3000-1

CLEANING AND PASSIVATION, CORROSION-RESISTANT 

STEELS AND HEAT-RESISTANT ALLOYS EAR99

PASSIVATION LHP6010

Corrosion and Heat Resistant Alloys, Surface Cleaning and 

Passivation of 9E991

PASSIVATION M69510

MANUFACTURING SPECIFICATION FOR PASSIVATING 

STAINLESS STEEL - FINISH NO. 29 EAR99

PASSIVATION M8258251

Manufacturing Specification for the Passivation of 

Stainless Steel 9E515.a

PENETRANT INSPECTION 91547-P6808 Liquid Penetrant Inspection XIX(g)

PENETRANT INSPECTION ASTM E1220

Standard Practice for Visible Penetrant Testing Using 

Solvent-Removable Process PUBLIC DOMAIN

PENETRANT INSPECTION ASTM E1417/E1417M Standard Practice for Liquid Penetrant Testing PUBLIC DOMAIN

PENETRANT INSPECTION EMS52309 PENETRANT INSPECTION 9E991

PENETRANT INSPECTION EMS92321 PENETRANT INSPECTION (F/A-18) VIII(i)

PENETRANT INSPECTION EMS92358 PENETRANT INSPECTION EAR99

PENETRANT INSPECTION ES-0680 Post Emulsification Fluorescent Penetrant Inspection 9E991

PENETRANT INSPECTION GPS5103-1 INSPECTION, LIQUID PENETRANT EAR99

PENETRANT INSPECTION GPS7029-1 INSPECTION, PENETRANT (F/A-18) VIII(i)

PENETRANT INSPECTION GPS7325-1

INSPECTION, FLUORESCENT PENETRANT, WELDMENTS 

AND CASTINGS (GRIMES) EAR99

PENETRANT INSPECTION HGS1010 FLUORESCENT PENETRANT INSPECTION EAR99

PENETRANT INSPECTION LHP8037 Fluorescent Penetrant Inspection 9E991

PENETRANT INSPECTION LQ-009 Penetrant Inspection 9E991

PENETRANT INSPECTION M694669

MANUFACTURING SPECIFICATION FOR PENETRANT 

INSPECTION EAR99

PENETRANT INSPECTION M694669

Manufacturing Specification forFluorescent Penetrant 

Inspection EAR99

PENETRANT INSPECTION M8260124

Manufacturing Specification for Liquid Penetrant 

Inspection 9E515.a

PENETRANT INSPECTION NGPS 7 NON-DESTRUCTIVE TESTING PENETRANT INSPECTION CIV

PHOSPHATE COATING 3608004 PHOSPHATE COATINGS/ME Unassigned

PHOSPHATE COATING AMS03-11 Phosphate Treatment of Iron and Steel PUBLIC DOMAIN

PHOSPHATE COATING AMS2480 Zinc Phosphate Treatment Paint Base PUBLIC DOMAIN

PHOSPHATE COATING AMS2481 Phosphate Treatment Antichafing PUBLIC DOMAIN

PHOSPHATE COATING FP7015 PHOSPHATIZING PROCESS 9E991

PHOSPHATE COATING M690007 Manufacturing Specification for Phosphate Treatment EAR99

PHOSPHATE COATING MIL-DTL-16232 Phosphate Coating, Heavy, Manganese or Zinc Base PUBLIC DOMAIN

PHOSPHATE COATING NGPS 31 PHOSPHATING OF NON-STAINLESS STEELS CIV All

Solution does not conform. 

Contact quality.

PHOSPHATE COATING PS-1013 Manganese Phosphate Coatings on Steel 9E991

PHOSPHATE COATING TT-C-490

PRETREATMENTS FOR METALLIC SUBSTRATES (BASE FOR 

ORGANIC COATINGS) PUBLIC DOMAIN Types I, II, IV and V

PRE-PENETRANT ETCH C106 METAL PICKLING 9E991

PRE-PENETRANT ETCH C129

      

INSPECTION EAR99

PRE-PENETRANT ETCH C5098 Etching Prior to Penetrant Inspection 9E991

PRE-PENETRANT ETCH C7129

      

INSPECTION 9E991

PRE-PENETRANT ETCH EMS92427 PRE-PENETRANT CLEANING 9E604.a

PRE-PENETRANT ETCH FI-1811 ETCHING OF CRES PRIOR TO PENTRANT INSPECTION XIX(g)

PRE-PENETRANT ETCH GPS3015-1 ETCHING PRIOR TO PENETRANT INSPECTION EAR99

PRE-PENETRANT ETCH HPS1003

    

MANUFACTURING EAR99 Type 3A

PRE-PENETRANT ETCH LHP6014 Cleaning and Pickling Prior to Penetrant Inspection 9E991

PRE-PENETRANT ETCH PC5022

Chemical Etch of Nickel Alloy Plenums Prior to 

Fluorescent Penetrant Inspection 9E991

PRE-PENETRANT ETCH PS-1104 Pickling of Titanium or Nickel Alloy Parts 9E991

PRE-PENETRANT ETCH PS-1105 Cleaning and Etching of Aluminum Alloy 9E991

PRE-PENETRANT ETCH PS-HBAS-1104 Pickling of Nickel Alloy Parts 9E991

PRE-PENETRANT ETCH PS-HBAS-1105 Cleaning of Etching of Aluminum Alloy 9E991

SILVER PLATING 3608005 SILVER PLATING Unassigned

SILVER PLATING AMS03-9 Electro-Deposition of Silver PUBLIC DOMAIN

SILVER PLATING AMS2410 Plating, Silver Nickel Strike, High Bake PUBLIC DOMAIN

SILVER PLATING AMS2411 Plating, Silver for High Temperature Applications PUBLIC DOMAIN

SILVER PLATING AMS2412 Plating, Silver Copper Strike, Low Bake PUBLIC DOMAIN

SILVER PLATING AMS2413 Plating, Silver-Rhodium PUBLIC DOMAIN

SILVER PLATING ASTM B700

Standard Specification for Electrodeposited Coatings of 

Silver for Engineering Use PUBLIC DOMAIN All 

SILVER PLATING CDP 7.010 Plating Process General Requirements C-NEPR TYPE I OR IA

SILVER PLATING CDP 7.034 Plating, Electrodeposited Silver C-NEPR

SILVER PLATING FI-965 PLATE SILVER 9E991

SILVER PLATING M690093

Manufacturing Specification for Silver Plate by P.R. 

Process Finish No. 35 EAR99

SILVER PLATING M8260122

Manufacturing Specification for Silver Plate 

(Electrodeposited) 9E515.a All 

SILVER PLATING NGPS 180 SILVER PLATING CIV

SILVER PLATING QQ-S-365

SILVER PLATING, ELECTRODEPOSITED; GENERAL 

REQUIREMENTS FOR PUBLIC DOMAIN

SULFURIC ACID ANODIZE 037-0118-000 PROC SPEC SULFURIC ACID ANODIZING OF ALUMINUM EAR99

SULFURIC ACID ANODIZE 3608002 ANODIC FINISHES 7E994 ALL EXCEPT -0001 CHROMIC

SULFURIC ACID ANODIZE AI-376 Sulfuric Acid Anodizing of F-18 Parts 9E610.a

SULFURIC ACID ANODIZE AMS03-25

Sulfuric Acid Anodizing of Aluminum and Aluminum 

Alloys PUBLIC DOMAIN

SULFURIC ACID ANODIZE AMS2471

Anodic Treatment of Aluminum Alloys Sulfuric Acid 

Process, Undyed Coating PUBLIC DOMAIN

SULFURIC ACID ANODIZE AMS2472

Anodic Treatment of Aluminum Alloys Sulfuric Acid 

Process, Dyed Coatings PUBLIC DOMAIN

SULFURIC ACID ANODIZE ES-1983 CONTROLLED THICKNESS SULFURIC ACID ANODIZE 9E991

SULFURIC ACID ANODIZE FI-1153 SURFACE TREATMENT, SULFURIC ACID ANODIZING 9E991
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SULFURIC ACID ANODIZE M69527

MANUFACTURING SPECIFICATION FOR BLACK ANODIC 

OXIDATION TREATMENT, SULPHURIC ACID PROCESS 

(FINISH NO. 27) EAR99

SULFURIC ACID ANODIZE MIL-A-8625

ANODIC COATINGS FOR ALUMINUM AND ALUMINUM 

ALLOYS PUBLIC DOMAIN TYPE II & IIB

SULFURIC ACID ANODIZE NGPS 258

SULPHURIC ACID ANODISING OF ALUMINIUM AND 

ALUMINIUM ALLOYS CIV

SULFURIC ACID ANODIZE PS-1030

Sulfuric Acid Anodizing 2000, 6000 and 7000 Series and 

Other Aluminum Alloys for Wheel and Brake Components VIII(i)

SULFURIC ACID ANODIZE S5-33122

MANUFACTURING AND FINISHING ALUMINUM 

REFLECTORS 9E991

SULFURIC ACID ANODIZE TT-C-490

PRETREATMENTS FOR METALLIC SUBSTRATES (BASE FOR 

ORGANIC COATINGS) PUBLIC DOMAIN Type VII

TEMPER ETCH INSPECTION 91547-P6815 Temper Etch Inspection XIX(g)

TEMPER ETCH INSPECTION AF7377 TEMPER ETCH INSPECTION OF STEEL PARTS Unassigned

TEMPER ETCH INSPECTION AMS2649 Etch Inspection of High Strength Steel Parts PUBLIC DOMAIN

TEMPER ETCH INSPECTION HPS3002 TEMPER ETCH INSPECTION EAR99

TEMPER ETCH INSPECTION LHP8034

Temper Etch Inspection for Detection of Grinding Damage 

on Hardened Steel Parts 9E991

TEMPER ETCH INSPECTION MIL-STD-867 Temper Etch Inspection PUBLIC DOMAIN

TEMPER ETCH INSPECTION NGPS 44

INSPECTION OF STEEL PARTS FOR GRINDING AND 

MACHINING ABUSE CIV

TEMPER ETCH INSPECTION PS-5501 Surface Temper Etch Inspection 9E991

TIN PLATING 001-00187-0001 BRIGHT TIN PLATE EAR99

TIN PLATING 037-0023-000 TIN PLATING EAR99

TIN PLATING AMS2408 Plating, Tin PUBLIC DOMAIN

TIN PLATING AMS2409 Plating, Immersion Tin For Aluminum Alloys PUBLIC DOMAIN

TIN PLATING ASTM B545

Standard Specification for Electrodeposited Coatings of 

Tin PUBLIC DOMAIN

TIN PLATING M7016490 MANUFACTURING SPECIFICATION- TIN PLATE EAR99

TITANIUM CLEANING ASTM B600

Standard Guide for Descaling and Cleaning Titanium and 

Titanium Alloy Surfaces PUBLIC DOMAIN

TITANIUM CLEANING C5049 CLEANING OF TITANIUM AND TITANIUM ALLOYS 9E991 Method 2 and 3, only

TITANIUM CLEANING FI-1709 CLEANING OF TITANIUM AND TITANIUM ALLOYS 9E991

TITANIUM CLEANING LHP6011 Cleaning of Titanium and Titanium Alloys 9E991

ZINC-NICKEL PLATING AMS2417 Plating, Zinc-Nickel Alloy PUBLIC DOMAIN

ZINC-PLATING 3608007 ZINC PLATING CYANIDE Unassigned

ZINC-PLATING AMS03-20 Electro-Deposition of Zinc PUBLIC DOMAIN

ZINC-PLATING AMS2402 Plating, Zinc PUBLIC DOMAIN

ZINC-PLATING ASTM B633

Standard Specification for Electrodeposited Coatings of 

Zinc on Iron and Steel PUBLIC DOMAIN
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